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glass sample The size varys due to the surface the droplets are on
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HYPERDOT test

glass sample The size varys due to the surface the droplets are on

observations
・JET performance→ good
・air bubbles→none
・accumulation→none
・film thickness→ less than 150um
・Consistency→ good, throw-away-shots/cleaning  process can be necessary after an interval


